Special Materials---HASTELLOY® C-22® alloy

Laboratory Corrosion Tests Demonstrate Superiority of HASTELLOY® C-22® alloy
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Remark
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2% HF 5% HNOs 5% HNOs 10% Hz SO4 50% H, SO, 5% H, SO, 25% H., SO4 23% Hz SO,
158 °F 25% Hz SO4 plus 1% HCI boiling 150 °F plus 0.1 HCI 200 ppm CI- 1.2% HCI
4% NaCl boiling boiling 158 °F 1% FeCls
boiling and
1% CUClz
boiling
B C-22 alloy BC-276 alloy C-4 alloy m625 alloy
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